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1.0 INTRODUCTION 

Multilayer insulation (MLI) is used extensively in space systems 
in applications where high thermal resistance plus very light weight 

are required, such as the insulation of cryogenic systems, and a 

variety of critical external surfaces such as the back side of radia- 

tors. MLI consists of many thermal radiation shields arranged in 
series, usually interleaved with a low conductance spacer material to 

reduce thermal conduction between shields. To achieve maximum thermal 

resistance a great many shields in series are required, and consequent- 
ly the shields and spacers are made of very lightweight materials so 
as to avoid excessive weight. 
depositing a 500-1000 1 layer of gold or aluminum on one or both sides 
of Mylar or Kapton substrates with nominal thickness in the range 0.25 - 
2.0 mils. 
the desired low emittance value for low radiation heat transfer. 

Commonly used spacing materials include netting made from silk, nylon 
or Dacron, or very thin glass fibers, such as 'Tissuglas' and 'Dexiglas' 
cloths.  

Shields are customarily made by vacuum 

The actual thickness of the metal film is adjusted to obtain 

Since MLI materials are very light weight, the total mass of MLI 
On the other hand, because is relatively small in most applicatims. 

of the many layers required the total surface area can be extremely 

high, making MLI a significant outgas source, and, because the surface 
to volume ratio is high, the major outgas product is water vapor. MLI 

outgassing can affect overall system performance in two principal ways. 

Firstly, outgassing products can degrade the performance of the MLI 
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system itself by raising the gas pressure between the shields suffi- 
ciently for gaseous conduction to become significant. 
gradation can also occur if sections of the M L I  are cold enough to 

cause condensation of outgas products, which will raise the emissivity 

of the shields and increase the radiation heat transfer. Secondly, 

as an outgassing source MLI can degrade the performance of associated 

systems. MLI outgassing can delay the attainment of low pressures in 

test chambers and vacuum enclosures, while on the ground and in orbit 
outgas products can condense on optical and thermal control surfaces. 

This latter situation is probably the most critical current MLI-caused 

problem area, because of the increasing use of cryogenic sensor systems. 
Outgassed water vapor can also contribute to the contaminant cloud 

surrounding an orbiting spacecraft. 

Insulation de- 

In order to minimize o r  eliminate problems introduced by MLI 
outgassing, c a r e m  design studies must be made for which an outgassing 

data base is required. 
outgassing rates per unit area as a function of time for the various 

temperature histories of specific interest for all materials of inter- 

est. 

so it is impossible in practice to obtain sufficient data to represent 
all situations. 
gassing rate data at various specific temperatures, and then to estimate 
the rates for other constant o r  varying temperature situations by use 

of analytical models. 
towards this end. Isothermal outgassing rate data have been obtained 

for a range of temperatures for a selection of commonly-used MLI shields 
and spacers. 
various previously-proposed analytical models. 

part of an Independent Research program in progress at Lockheed and 

further data and analyses of the type described w i l l  become available 
from this program in the near future. 

The type of data needed f o r  such analyses are 

However, temperature hisbory can take an infinite variety of forms, 

A more practical approach is to obtain isothermal out- 

The work reported in this paper is directed 

An attempt has been made to incorporate the data into 

The reported work is 
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MLI outgassing rates have been measured as 
previous programs. ("9 (2), ( 3 )  These previous 
based upon pressure measurements. This limited 

of the measurement, and depended, in principle, 

a f'unction of time in 
measurements were all 
the available sensitivity 

on the assumption that 
the outgas products would not be adsorbed on the apparatus walls. These 
limitations were aggravated when measurements at temperatures other than 

ambient were made. In the present tests a technique based on collection 
of the outgas species on a cooled quartz crystal microbalance (QCM) was 
used. The technique permits between one and three orders of magnitude 

better sensitivity and accuracy to be achieved, while variable sample 

temperature operation presents no additional problem. 

2.0 EXPERIMENTAL PROGRAM 
2.1 Sample Material 

The types and specifications of the materials tested to date are 

listed in Table 1. 
mlar with a single coat of both aluminum and gold, Kapton with various 
types of coating and 'Dexiglas' glass fiber cloth. 

Additional shield materials w i l l  be tested,including 

2.2 Test Schedule 

The test schedule to date is shown in Table 2. The range of test 
temperatures selected for each material includes the ambient temperature 

of 25OC; a maximum temperature of about 125OC; the lowest temperature 
f o r  which the outgassing rate is measurable; and as many isotherms 

1. Keller, C. W., High Performance Thermal Protection Systems," Rept. 
W C  A-964947, Dee. 1969, Lockheed Missiles & Space Company, 
Sunnyvale, California , pp 4.1-4.26. 

2. Glassford, A. P. M., Outgassing Behavior of Multilayer Insulation 
Materials, J. Spacecraft and Rockets, V o l .  7, No. 12, Dee. 1970, 
pp. 1464-1468 

3. Parmley, R. T., Smith, F. J., Glassford A. P. M., Coleman, J., and 
Stevenson, D. R., Effect of Environment on Insulation Materials - 
Vols.  1 and 2. NASA-CR 120978 and 120979 (1973), Final Report, 
Contract NAS 3-14342, Lockheed Nissiles & Space Company, Inc. 

a5 



between these limits are deemed necessary to establish the temperature 

variation of outgassing rate over this range. A complete set of iso- 
therms has been obtained for double-aluminized Mylar and Dacron net. 

The remaining materials have been tested only at 25OC so far in order 

to complete a representative comparison of materials before this 
conference. 

'IIABLF, 1. MULTIIAYER INSUIATION MATERIAL SPECIFICATIONS 

MATERIAL NOMIML DIMENSIONS MWUF"UFCTURER ' S 
NAME/STYLE 

Double-aluminized Mylar -0.25 mils thick National Metallizing 

Div. , 
Double-goldized Mylar -500 t o  lo008 metal Standard Pack. Corp., 

film Cranbury, N. J. 08512 
- 8 . 7 ~ 0 ~ ~  gm/cm2 (Al) 

-i.lX10-3 gm/cm2 (AU) 

-6.7 mils thick 
-6 x gm/cm 

Nylon net -13$ hex. meshes/cm Sears Roebuck (any 

Dacron Net -8.7 hex. meshes/cm2 Apex Mills 
49 W. 37th Street 
New York, N. Y. 10018 
- Style B-4A 

2 

-9 mils thick store) 
2 

-1.4~10-~ gm/cm - 
2 Silk Net -32.5 hex. meshes/cm John Heathcoat Company 

-5 mils thick 108 W. 39th Street 
-6x10-~ gm/cm New York, N. Y. 10018 

Silk Illusion Net 

2 

Ti ssuglas -0.6 mils thick Pallflex Prod. Corp. 

(Glass Fiber Paper) -4.2~10 gm/cm Kennedy Drive 

Putnam, corn. 06260 
- Style ~ O G  

-4 2 
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TABLF: 2 - TESTSCHEDULE 

0 Material Nominal SamBles Test Temperatures - C 

Double-Aluminized Mylar -If500 -54; -34; -8; 25; 50; 

Double-Goldized Mylar 1728 25 
Dacron Net '"3000 2.5; 1215; 25; 57.2; 

Silk Net 1536 25 
Nylon Net 1903 25 

Tissuglas 3056 25 

81; 121 

126 

The duration of each isothermal test was one week. This period 

represented a balance between obtaining adequate long term data, and 

completing the test program in a reasonable time. 

convenient practical turn-around schedule, while the data for this 

period can be reliably extrapolated to several weeks duration. 

One week permits a 

2.3 Apparatus Description 
The experimental outgassing rate measurements were made by using 

the Thermal Analysis Apparatus (TU), shown in Figure 1. 
components of the TAA are a sample pot, a collector QCM, and a system 
of shrouds  which a r e  t h e r m a l l y  grounded t o  a l i q u i d  n i t r o g e n  r e s e r v o i r .  

The principal 

The sample pot is a cylindrical container with a small orifice in one 
end. 

resistance thermometer. 
cooled shrouding, which serves as a thermal link. The sample pot temp- 

erature can be controlled to any value above E O ° K  by balancing the 
electrical heat input to the pot against the heat leak along the strut 

to the shrouds. 

Its base contains an electrical resistance heater and a platinum 

It is supported by a strut attached to the 
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The collector QCM, mounted in an aluminum holder with an electric 
resistance heater, is positioned along the normal line of sight of the 
sample pot orifice. The QCM views the sample pot orifice through a 
shuttered hole in the shielding structure, permitting the impinging 

flux to be interrupted when appropriate. The QCM normally cools natur- 

ally to about 84'~, at which temperature all significant outgas species 

impinging on its surface w i l l  be condensed. However, its temperature 

can be controlled to any temperature between 84OK and 420°K by balancing 
electrical heat input against heat leakage along its support struts to 

the liquid nitrogen reservoir. 

which contains a built-in platinum resistance thermometer. 

of this QCM has been established in a previous work. (4) 
shown in Figure 1 is enclosed in a bell jar which can be evacuated to 
a pressure less than 2X10-7 torr. 
apparatus are QCM frequency and temperature, and sample pot temperature. 
These data are recorded continuously as a function of time by automatic 

instrumentation. 

The QCM is a Celesco Model 700 unit, 
The accuracy 

m e  apparatus 

The fundamental data output from the 

2.4 Experimental Procedure 

At the beginning of the test the area of the sample material is mea- 

sured, and the sample is inserted in the sample holder. The sample holder 

is assembled with the apparatus, and the distance between the sample pot 

orifice and the QCM surface is measured. The bell jar is then evacuated 
and the apparatus cooled by filling the liquid nitrogen pot. Evacuation 

to torr takes about 3 minutes, while cooldown of the QCM to its 
equilibrium temperature of 84'~ and attainment of 
about 40-60 minutes. As soon as the apparatus has been evacuated the 

sample pot temperature is adjusted to a selected constant temperature 

value. 

torr takes 

Above-ambient temperatures can be reached in less than one-half 

4. Glassford, A. P. M., Analysis of the Accuracy of a Commercial Quartz 
Kcrobalance, Progress in Astronautics and Aeronautics, Volume 
56, Allie M. Smith, Ed., American Institute of Aeronautics and 
Astronautics, New York, (1977). 
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hour by hea t ing  t h e  pot  r a p i d l y ,  followed by adjustment of t he  e l e c t r i c  

power t o  the  equi l ibr ium vielue. For subambient temperatures the  pot  

cools  n a t u r a l l y  w i t h  t h e  main appara tus ,  reaching temperatures of t h e  

order  of -5OOC i n  two hours.  

outgas product from the  sample pot  by condensation on t h e  cold QCM. 

C o l l e c t i o n  begins as soon as the  QCM has cooled below the  temperature 

a t  which the  outgas products  can condense. 

from most Mu: materials i s  water vapor,  which condenses i n  vacuum a t  

temperatures below about 1 5 5 O K .  

minutes a f t e r  beginning the  t e s t .  Outgas products  a r e  c o l l e c t e d  f o r  

one week, during which time sample pot temperature c o n t r o l ,  l i q u i d  

n i t r o g e n  po t  r e f i l l i n g  and da ta  recording are performed automat ica l ly .  

A t  the  end of t he  t e s t  pe r iod  d a t a  recording i s  terminated,  e l e c t r i c  

power i n p u t s  switched off, and t h e  apparatus  allowed t o  warm up. 

The experiment c m s i s t s  of c o l l e c t i n g  t h e  

The main outgas product 

This temperature i s  reached about 25 

From time t o  time during a tes t ,  as w e l l  as a t  the  end of t he  

t e s t  pe r iod ,  t he  QCM w a s  warmed up i n  a c o n t r o l l e d  manner, t o  determine 

the  evaporat ion c h a r a c t e r i s t i c s  of t he  accumulated depos i t .  This in- 
volves  h e a t i n g  t h e  QCM a t  about 1-2'K per  minute and recording t h e  QCM 
frequency and temperatures as a f u n c t i o n  of time. 

2.5 Data Reduction 

It i s  assumed t h a t  a l l  the  molecular f l u x  s t r i k i n g  the  8 4 O K  c o l l e c t o r  

QCM is condensed. 

p r i n c i p a l  component, and almost c e r t a i n l y  possesses  t h e  lowest  molecular 

weight among the  outgassed spec ie s .  The e r r o r  introduced by equat ing 

the  molecular f l u x  c o l l e c t e d  b y  the  QCM t o  the  absolu te  flux s t r i k i n g  

it i s  t h e r e f o r e  considered t o  be n e g l i g i b l e ,  

on the  QCM i s  the re fo re  given by 

This assumption i s  c o r r e c t  f o r  H20, which i s  t h e  

The molecular f lux impinging 

x i  
B 

= df x S gms/cm 2 /see - 
d t  Q 
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where f i s  the  QCM frequency, and S i s  the  QCM s e n s i t i v i t y  cons tan t  

(4.43 x LO-’ gm/cm /Hz f o r  t he  Celesco Model 70OA QCM). The mass flux 
a t  the  QCM sur face  i s  r e l a t e d  t o  the  t o t a l  mass leaving  t h e  sample pot  

o r i f i c e ,  Go, by a view f a c t o r .  

t r i b u t i o n  of f lux leaving  it should be cosine.  The e f f e c t  of f i n i t e  

o r i f i c e  thickness  i s  t o  reduce the  f l u x  a t  l a r g e  angles  and increase  it 
along the  normal. The magnitude of t h i s  e f f e c t  has been measured i n  a 
previous t e s t ,  and i s  allowed f o r  by introducing a f a c t o r  of 0.98 i n  t h e  

equat ion r e l a t i n g  Go t o  ( I ~ / A ) ~ .  

2 

For an i n f i n i t e l y  t h i n  o r i f i c e  t h e  d i s -  

Thus 

2 x (0.98.vr ) m 
i o = H Q  

where r i s  the  d i s t ance  from the  sample pot  o r i f i c e  t o  the  QCM sur face .  

The outgassing r a t e  of t he  sample, &, i s  found by d i v i d i n g  io by the  

sample a r e a .  The a r e a  used i s  the  t o t a l  exposed a r e a ,  which i s  twice t h e  

nominal a r ea .  

Q = m0/(2 x nominal sample a r e a )  

A l l  da t a  a r e  recorded from the beginning of evacuat ion and p l o t t e d  

a g a i n s t  time elapsed s ince  t h i s  event .  The evacuat ion t imes given i n  

t h i s  paper thus include the time requi red  t o  a d j u s t  the  sample tempera- 

t u r e  t o  the  se l ec t ed  equi l ibr ium value.  Although t h i s  time can range 
from zero,  f o r  t he  25 C sample, up t o  2 hours for temperatures  below 

-50 C the  average time requi red  f o r  equi l ibr ium was l e s s  than one-half 

0 

0 

hour. 
The frequency/time data obtained 

the evaporation r a t e  of t h e  c o l l e c t e d  

e = -  df x m - - 
A d t  

during QCM warm-up a r e  r e l a t e d  t o  

depos i t ,  ( i e / A ) ,  as fol lows 
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The factor 0.81 is introduced in this equation to allow for the flow 

resistance of the aperture in its case through which the QCM crystal 

views the exterior. (4) 

2.6 Experimental Data 
The results of the experiments conducted to date are discussed 

0 below in three main groups - measurements at 25 C on several materials, 

and measurements for a comprehensive range of temperatures on both 
double-aluminized Mylar and Dacron net. 

of measurements of outgassing rate versus time for a period of 6 t o  7 
days. 

the collected components by their reevaporation characteristics. In 

all cases, the principal outgas component was H20, identified by its 
evaporation characteristics. 
type has been studied in some detail previ~usly'~) and so 5 0  can be 

identified with some certainty. In most tests no species but water could 
be detected. Since the sensitivity of this test is about 0.5 per cent 
it is concluded that in.most cases at least 99.5 per cent of the outgas 
species collected under the specified test conditions was H20. 

single exception to this conclusions -- Dacron net tested at above 
ambient temperatures -- is discussed in Section 2.6.3. 

In all cases, the data consist 

At the end of this period the QCM was slowly heated to identify 

The evaporation of water from a QCM of this 

The 

2.6.1 Ambient Temperature Data 

at 25OC. 
gassing rate than either silk or  Nylon net, and is clearly the preferred 
net, based upon outgassing considerations. 

suggest that detailed studies of the variation of the outgassing rate of 

silk and Nylon net with temperature would serve little practical purpose. 
Tissuglas is a commonly used spacer, and has been used in several flight 

systems by Lockheed. It is generally used in M U  systems having a higher 

Figure 2 shows outgassing rate versus time for several materials 

It is apparent that Dacron net has a significantly lower out- 

The data for the three nets 
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F I G U R E  2 - OUTGASSING R A T E  A T  25°C FOR VARIOUS M U L T I -  
LAYER INSULATION MATERIALS 
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t o t a l  number of l a y e r s  t h a n  systems which use ne t  s p a c e r s .  The d a t a  

t h e r e f o r e  i n d i c a t e  t h a t  Tissuglas -spaced  Mu: w i l l  ou tgas  between one 

and two o r d e r s  of magnitude more t h a n  Dacron ne t -spaced  MLI. 

Comparison of t h e  d a t a  f o r  double-gold ized  and d a b l e - a l u m i n i z e d  

Mylar shows t h a t  t hey  a r e  b a s i c a l l y  similar i n  a b s o l u t e  va lue  and i n  
t h e  shape of t h e  curves. The s i n g l e  d i f f e r e n c e  i s  t h a t  t h e  s l i g h t  

'knee '  which appea r s  i n  t h e  a luminized  Mylar d a t a  a t  about  3 hours  i s  

de layed  u n t i l  about  45 hour s  f o r  t h e  g o l i d z e d  sample.  

conc lus ion  from t h e s e  data i s  t h a t  t h e  major amount of H 0 c o l l e c t e d  

du r ing  t h e  t es t  o r i g i n a t e s  i n  t h e  m a t e r i a l  component common t o  both  

s h i e l d s ,  i . e . ,  t h e  Mylar substrate ,  wh i l e  t h e  appa ren t  d e l a y  could  be 

due t o  t h e  d i f f e r e n t  p e r m e a b i l i t i e s  of t h e  m e t a l l i c  films, 31 t o  a 

s l i g h t  d i f f e r e n c e  i n  t h e  t h i c k n e s s e s  of t h e  Mylar s u b s t r a t e s .  

A r easonab le  

2 

2 .6 .2 Double Aluminized Mylar 

tempera ture  s e l e c t e d  w a s  - 5 4 O C ,  below which t h e  ou tgass ing  ra te  i s  t o o  

small t o  be measured. 

s e l e c t e d  t o  be c l o s e  t o  t h e  tempera ture  used i n  TML/VCM t e s t s .  

g a s s i n g  r a t e  v e r s u s  t ime is  shown i n  F igure  3 f o r  t empera tu res  of 25 C 

and above,  and on F igu re  4 f o r  t empera tu res  of 25OC and below. 

d a t a  have been s e p a r a t e d  i n  t h i s  manner t o  avo id  visual confus ion ,  and 

t o  assist  i n  t h e  d e s c r i p t i o n  of t h e  a n a l y t i c a l  model l ing  e f f x t  i n  
S e c t i o n  3. A t  t h e  t h r e e  lower t empera tu res  it appea r s  as i f  one ou t -  

g a s s i n g  mechanism predominates ,  which i s  g r a d u a l l y  a c c e l e r a t e d  as the  

tempera ture  i s  r a i s e d .  

mechanism appears  t o  become s i g n i f i c a n t  a t  t imes  g r e a t e r  t han  abou t  14  
hour s .  F u r t h e r  r a i s i n g  of t h e  tempera ture  a c c e l e r a t e s  t h e  f i r s t  

mechanism s t i l l  f u r t h e r  u n t i l  it i s  over  w i t h i n  an hour ,  and s e v e r a l  

s lower mechanisms now become predominant i n  t h e  time p e r i o d  of i n t e r e s t .  

F u r t h e r  h e a t i n g  does n o t  produce a r e d u c t i o n  i n  t h e  ou tgass ing  ra te  a t  

long evacua t ion  t imes ,  as would be expec ted  i f  a l i m i t e d  number of 

This  material has  been t e s t e d  a t  seven t empera tu res .  The lowes t  

The upper t empera tu re ,  12loC,  was a r b i t r a r i l y  

Out- 
0 

The 

When t h e  tempera ture  r eaches  25OC, a second 
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FIGURE 3 - OUTGASSING R A T E  O F  DOUBLE-ALUMINIZED 
MYLAR FOR T E M P E R A T U R E S  OF 25°C AND ABOVE 
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mechanisms were p re sen t .  Ins tead ,  t he  outgassing r a t e s  a t  t imes over 

50 hours seem t o  va ry  l i t t l e  with increas ing  temperature,  i n d i c a t i n g  

the  progress ive ly  increas ing  s ign i f i cance  of p rev ious ly  minor outgas 

mechanisms wi th  presumably higher a c t i v a t i o n  energ ies .  

Two s h o r t  a d d i t i o n a l  t e s t s  were conducted on double-aluminized 

Wlar t o  assess t h e  e f f ec t iveness  of bakeout on t h e  outgassing rate. 
I n  these  t e s t s  t he  samples were heated i n  vacuum t o  45OC and 100°C, 

r e spec t ive ly ,  f o r  24 hours ,  a f t e r  which they  were cooled t o  25OC, and 

t h e i r  outgassing r a t e s  measured f o r  another  24 h m r s .  

i n  t h i s  manner a t  45OC and 100°C reduced the  outgassing r a t e  a t  48 
hours by f a c t o r s  of t e n  and two hundred, r e s p e c t i v e l y ,  compared with 

the  unpreconditioned 25OC data. 

Precondi t ioning 

2.6.3 Dacron Net 

This m a t e r i a l  has  been t e s t e d  a t  f i v e  temperatures.  The m a x i m u m  

temperature range was se l ec t ed  according t o  t h e  same c r i t e r i a  as were 

descr ibed i n  Sect ion 2.6.2. The da ta  a r e  presented i n  Figure 5. For 

m x t  of the temperature range the  isotherms a r e  d isp laced  upwards as 

the  temperature i s  increased.  This s lope ,  and t h e  a s s o c i a t e d  tempera- 

t u r e  dependence, i s  c h a r a c t e r i s t i c  of d i f f u s i o n  i n  a heterogeneous 

system, i . e . ,  system i n  which the re  could be v a r i a t i o n s  i n  e i t h e r  d i f f u -  

s i o n  flow path l eng th  or  a c t i v a t i o n  energy f o r  d i f f u s i o n ,  o r  both.  

(-1) slope i s  obtained when t h e  d i f f u s i o n  time cons tan t ,  which can 

depend on f l o w  path l ength  and a c t i v a t i o n  energy, and the amount of 

absorbed gas w i t h  a given time cons tan t  have an inverse  l inear r e l a t i o n -  

sh5p. A t  longer evacuat ion t imes o r  higher  temperatures t h i s  type of 

r e l a t i o n s h i p  e v e n t u a l l y  produces an  exponent ia l  r e l a t i o n s h i p  which i s  

evident  i n  the  e a r l y  por t ion  of the 126OC d a t a .  

l a t e r  times f o r  126OC has a -1 s lope ,  and i s  probably due t o  t h e  onset  

of outgassing a d i f f e r e n t  spec ies .  This conclusion i s  supported by QCM 
warm-up d a t a  which i n d i c a t e  t h a t  f o r  t e s t s  a t  25OC and below the  outgas 

spec ies  i s  a t  l e a s t  99.5 per  cent  5 0 , i n  common wi th  the  o the r  ma te r i a l s .  

A t  57OC, however, o ther  spec ies  appear i n  small amounts, while a t  126OC 

The 

The outgassing r a t e  a t  
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two d i s t i n c t  spec ie s  o ther  than H20 were found i n  very s i g n i f i c a n t  

propor t ions .  

The QCM warm-up d a t a  i n d i c a t e  t h a t  a t  1 2 6 ' ~  t h e  propor t ions  of H20 

and the  two o ther  spec ie s  a r e  approximately 54, 16 and 30 per  c e n t  

r e s p e c t i v e l y ,  i n  order  of decreasing v o l a t i l i t y .  

v o l a t i l e  spec ies  were d i f f i c u l t  t o  s epa ra t e  by QCM warm-up, and amounted 

t o  l e s s  than 10 per  cent  of t h e  t o t a l  outgas product  ( t h e  remaining 90 
per  cent  being H 2 0 ) .  

a d d i t i o n a l  spec ie s  were d i f f i c u l t  t o  es t imate  accurately because of t h e  

small depos i t s  obtained on t h e  QCM. However, it i s  es t imated  t h a t  t h e  

16 pe r  cen t  component would be t o t a l l y  condensible  a t  -90°C, and non- 

condensible  on a -45 C su r f ace .  

component are 0 C and 40 C ,  r e spec t ive ly .  

A t  57°C the  two l e s s  

For both isotherms t h e  v o l a t i t i e s  of t hese  two 

0 Simi lar  f i g u r e s  f o r  t he  30 per  cent 
0 0 

3.0 ANALYTICAL MODELLING 

3.1 General Observations 

Although a n a l y t i c a l  models based on time phys ica l  ou tgas -con t ro l l i ng  

mechanisms a r e  unquest ionably more d e s i r a b l e  f o r  p r e d i c t i n g  outgass ing  

ra te  than empi r i ca l  models, development of such models i s  probably 

imprac t i ca l  i f  the  s o l e  aim i s  t o  so lve  s p e c i f i c  and immediate program 

problems. This i s  because it i s  necessary  t o  genera te  a ve ry  l a r g e  d a t a  

base from which t o  develop the  models, while  t h e s e  d a t a  may be more than  

s u f f i c i e n t  themselves to  s a t i s f y  t h e  program need. F u r t h e r ,  i f  a n a l y t i -  
c a l  r ep resen ta t ions  of t h e  data a r e  des i r ed ,  it w i l l  be acceptab le  i n  

many cases ,  as w e l l  as being s impler ,  t o  use empi r i ca l  express ions  in -  
s t ead  of such models t o  r e p r e s e n t  t he  experimental  d a t a .  However, i n -  
s i g h t  i n t o  these  outgas c o n t r o l l i n g  mechanisms can only be obta ined  by 

developing express ions  i n  terms of r e l e v a n t  phys i ca l  parameters ,  and 

t h i s  i s  the u l t ima te  g o a l  of the  p re sen t  work. 

The two main processes  c o n t r o l l i n g  outgassing are bulk d i f f u s i o n  

and sur face  desorp t ion .  Theore t i ca l  express ions  f o r  t hese  processes  a r e  

r e a d i l y  a v a i l a b l e ,  but  are d i f f i c u l t  t o  apply  t o  MLJ materials. These 

99 



materials characteristically have very small dimensions from bulk ten- 
ter to surface, which tends to blur the distinction between b u l k  pro- 

cesses and surface processes. 
papers normal variations in fiber diameter, and the micropore structure 
of their surfaces can be of the same order of magnitude as the nominal 
diameter itself. The same considerations apply to the Mylar and Kapton 
shield materials, but with the added influence of the metallic film. 
the nominal thickness range of 500 a to 1000 2 the film is not contin- 
uous, but is based on an island structure which grows into a film by 

bridging between islands. 

formed on this structure. The metallic film complicates the situation 

by providing an added diffusion resistance for material diffusing out 
from the interior of the substrate, while providing a complex micro- 

structured surface for physical adsorption and possibly weak chemisorp- 
tion in the oxide film. The net effect on both spacers and shields is 

to complicate the diffusion and desorption processes by introducing 
distributions of activation energies and characteristic dimensions. 

In the case of the nets and glass fiber 

In 

In the case of aluminum an oxide film is 

3.2 Analysis of Double-Aluminized Mylar Data 
A first attempt at analytical representations was made on data for 

double-aluminized Mylar. 

and below, processes of longer time constants appear to have been 
suppressed sufficiently such that a single mechanism dominates outgassing 

for the -54OC and -34OC isotherms and for the early part of the -8OOC 
and 25OC isotherms. 

the initial analytical study. 

Figure 4 shows that for temperatures of 25OC 

This portion of the data was therefore selected for 

3.2.1 Empirical Equation 

Before attempting to develop a physical model the early data of 
Figure 4 were fitted empirically, as follows 
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Q = ( (4.76 x 10-7)/tc) exp (-t/tc) gms/cm 2 /sec 

where 

(2) 
= 2.8 x 10 -6 exp (12600/RT) secs 

tC 

"his equation gives the outgassing rate of the subject data with an 

accuracy of about f 25 per cent. 

3.2.2 Physical Models 

As noted in Section 3.1 the basic outgassing mechanisms of diffu- 

sion and desorption are confused in the case of MLI by the possibility 
of variable activation energies and material geometry. Because of this 

situation it is relatively difficult to predict in advance which physi- 
cal models are more likely. Hence a succession of physical models have 

been examined in order of increasing complexity. 

3.2.2.1 Simple Desorption. This process is the evaporation of adsorbed 

that the outgassing rate by this process, 4, can be represented by 
molecules from surface sites with uniform energy. It can be shown (5 1 

(3) 0 2 C 
Q = - exp (-t/~) gm/cm /sec 

7 

where 

T - 1.6~10-~~ exp (E~/RT) secs (4 1 

2 C 

E 
ly similar in form to the empirical equations (1) and (2). 

the experimentally measured time constant, tc, is very much larger than 

is the initial of adsorbed gas surface concentration, gms/cm 

is the activation energy for desorption. 

and 
0 

These equations are clear- a 
However, 

5. de Boer, J. H., The Dynamical Character of Adsorption, Clarendon 
Press (Oxford), 1953, Chapters 3 and 4. 
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the theoretical time constant, T .  Consequently, the simple desorption 

model would predict a far too rapidly decaying rate. 

3.2.2.2 Multi-Energied Desorption. This model is similar to simple 

desorption, except that the activation energy is allowed to vary with 

surface coverage. It has been widely reported in the literature that 
in many situations activation energy varies linearly with coverage. 
This situation can be expressed by the following expressions 

E(0) = El + (E2-E1)Q (5) 

~ ( 0 )  = 1.6x.10-~~exp (E(B)/RT) 

Equation (5) expresses the linear variation of the activation energy, 
E, with normalized coverage distribution function 0 between minimum and 
maximum energies of E Equation (6) is the desorption rate of 
molecules at time t from sites of activation energy E(Q), with initial 

surface concentration Co gms/cm and residence time ~(0). Equation (7) 
relates ~ ( 0 )  to activation energy. 
outgassing rate, Q,, is the integral of Q ( Q )  with respect to the distri- 

bution function. 
equal to 10 gms/cm2, and El and E2 equal to 21750 and 24000 cals/mole, 
respectively. These energies are considered to be improbably high f o r  

physical adsorption, but could indicate weak chemisorption. However, 

when the model was used to predict the outgassing rate for the lower 

temperature isotherms the correct curve shapes were obtained, but the 

magnitude of the reduction in rate with temperature was far too great - 
by as much as three orders of magnitude for the -54OC case. This large 

change is due to the energy values being too high. 

and E2. 1 

2 

Equation (8) states that the total 

A good fit was obtained to the 25OC isotherm using C 
0 -6 
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The model was modified t o  account f o r  t he  p o s s i b i l i t y  of sur face  

A s  molecules a r e  desorbed from the  sur face  mob i l i t y  of adsorbed gas .  

s i t e s  some high energy s i t e s  w i l l  become vacant before  a l l  the  low 

energy s i t e s  have been emptied. It i s  conceivable t h a t  molecules s t i l l  

adsorbed i n  lower energy s i t e s  could migrate across  the  sur face  t o  these  

vacated higher  energy s i t e s .  This e f f e c t  would tend t o  reduce the  out- 

gassing r a t e  and extend the  process f o r  given values  of E and E and 

should the re fo re  permit a curve f i t  t o  be obtained f o r  t he  25OC da ta  

with lower values  f o r  E 1 
model and t h e  new values  obtained f o r  E 

cals/mole, r e spec t ive ly .  

reduct ion  i n  outgas r a t e  with lowered temperature than  the  previous 

model, bu t  the  d i f f e rence  was i n s i g n i f i c a n t l y  small. Since no fu r the r  

simple reasonable modif icat ions t o  the  adsorpt ion model were apparent  

it was concluded a t  t h i s  po in t  t h a t  the  outgassing process  was not  

sur face- force  con t ro l l ed .  

1 2’ 

and E2. This modif icat ion was made t o  the  

and E2 were 21,500 and 23,500 1 
A s  expected, t h i s  model d id  p r e d i c t  a smaller  

3.2.2.3 Simple Diffusion.  It i s  poss ib le  t h a t  t he  outgassing mechanism 

under s tudy could be due t o  d i f f u s i o n  through t h e  Mylar and t h e  m e t a l l i c  

f i l m  of molecules o r i g i n a t i n g  i n  t h e  Wlar o r  t o  d i f f u s i o n  of molecules 

sorbed i n  the  oxide f i l m ,  as has been suggested by Dayton. ( 6 )  I n  e i t h e r  

case,  i f  t h e  d i f f u s i o n  process  has a uniform a c t i v a t i o n  energy, and i f  

the  m a t e r i a l  through which the  gas  d i f f u s e s  i s  an i n f i n i t i v e  plane wi th  

constant  th ickness ,  2L, t he  outgas r a t e  i s  given by 

m = o  

6.  Dayton, B. B., Outgassing Rate of Contaminated Metal Surfaces ,  
Transact ions of t he  Eighth Nat ional  Vacuum Symposium, (1961), 
Pergaman Press ,  New York, (1962), pp 42-57. 
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where 

3 Here Co is the initial cancentration of outgas species, gms/cm , and 
D is the diffusion constant, given by 

where D 
Equation (9) expresses an outgassing/time characteristic whose initial 
segment shows XnQ = ( -  L P n  (time) + (constant)) while for long evacu- 
ation times ,&Q - (time) 
will reduce the outgassing rate and extend the duration of the (-$) 
power dependency regime, but under no circumstances can the characteris- 

tic have a slope of less than (-&). 
the temperature is reduced the slope of the data approches zero and hence 
they cannot possibly be representable by a simple diffusion model. 

is a constant and Ed is the activation energy for diffusion. 
0 

2-1 . For simple diffusion, cooling the sample 

It is clear from Figure 4 that as 

3.2.2.4 Complex Diffusion. The foregoing process of elimination has 

led the authors to believe that the correct model is some form of the 
diffusion equation (9), modified to include some combination of nonuniform 
activation energy, and/or nonuniform material thickness. 

scenarios exist: 

without significant diffusion resistance from the metallic film, and 

diffusion of gas originating onl$ in the metallic oxide film micropore 

structure (Dayton's model). 

at the time of writing. 

equations (9) and (11) to include a variable value of Ed, either as a 
function of location, o r  of the instantaneous value of local concentration. 

Variations in the predicted outgassing rate can be effected by manipulat- 
ing the form of the variation of Ed, or  by varying D . 

Three possible 
diffusion of gas originating only in the Wlar with and 

2 

Analysis of these situation is in progress 
The basic approach being used is to rewrite 

It has been 
0 
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found tha t  such manipulations do permit curves t o  be obtained wi th  the  

same s lopes  a s  the  da t a  and a l s o  having the  c o r r e c t  r e l a t i o n s h i p  between 

isotherms although some d i f f i c u l t y  has been encountered i n  p r e d i c t i n g  

the  c o r r e c t  absolu te  value of outgassing r a t e .  It has been concluded 

t h a t  the  ex ten t  of t h e  manipulations of Ed and D 

t h i s  q u a l i t a t i v e  agreement excludes the  p o s s i b i l i t y  of t h e  outgassing 

o r i g i n a t i n g  only from the  oxide f i l m ,  and hence excludes t h e  Dayton 

model. 

i t i e s  of the  s i n g l e  medium model - Wlar alone - as w e l l  as extending 

t h e  model t o  include two media - Wlar and aluminum film - i n  s e r i e s .  

requi red  t o  ob ta in  
0 

Work will now be concentrated on f u r t h e r  explor ing the  p o s s i b i l -  

4.0 CONCLUSIONS 

The work performed t o  da t e  has l e d  t o  two very  c l e a r  c u t  conclu- 

s ions .  On the  one hand the  QCM-based apparatus  has proven t o  be very  

accura te ,  reproducible ,  r e l i a b l e  i n  generat ion of outgassing d a t a  and 

economical i n  personnel  time t o  operate .  

opera t ion  f o r  s i x  months without f a i l u r e .  On the  o the r  hand, only 

l i m i t e d  success has been achieved so  far i n  i d e n t i f y i n g  a v i a b l e  ana ly-  

t i c a l  model f o r  p r e d i c t i n g  the  outgassing isotherms of even one p o r t i o n  

of t he  da t a  f o r  one ma te r i a l .  Although the  e f f o r t  involved is ,  indeed, 

genera t ing  i n s i g h t  i n t o  fundamental mechanisms, t he re  i s  a l i t t l e  doubt 

t h a t ,  given the e x c e l l e n t  performance of t he  experimental  appara tus ,  

the  most economical method of determining the  dependence of outgassing 
behavior of a m a t e r i a l  on time and temperature i s  s t i l l  t o  measure it 

d i r e c t l y  . 

It has been i n  continuous 
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